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Abstract: MRI visualization down to nanometric liquid films in model porous media with pore size from 

micro- to nano-meter enables to fully characterize the physical mechanisms of drying. In larger pores, we 

identify an initial constant drying rate period, probing homogeneous desaturation, followed by a falling 

drying rate period. This second period is associated with the development of a gradient in saturation 

underneath the sample free surface that initiates the inward recession of the contact line. During this latter 

stage, the drying rate varies in accordance with vapor diffusion through the dry porous region; possibly 

affected by Knudsen effect for small pore size. However, we show that for sufficiently small pore size 

and/or saturation the drying rate is increasingly reduced by the Kelvin effect. Subsequently, we 

demonstrate that this effect governs the kinetics of evaporation in nanopores as a homogeneous 

desaturation occurs. Eventually, under our experimental conditions, we show that the saturation 

unceasingly decreases in a homogeneous manner throughout the wet regions of the medium regardless of 

pore size or drying regime considered. This finding suggests the existence of continuous liquid flow towards 

the interface of higher evaporation, down to very low saturation or very small pore size. Paradoxically, even 

if this net flow is unidirectional and capillary driven, it corresponds to a series of diffused local capillary 

equilibrations over the full height of the sample, which might explain that a simple Darcy’s law model does 

not predict the scaling of the net flow rate on the pore size observed in our tests. 

 

I. INTRODUCTION 

Drying of micro and nano-porous media has established essential to a plethora of industrial processes such 

as the synthesis of drugs and cosmetics in the pharmaceutical sector, the treatment of soils in agriculture 

and oil recovery, the use of concrete, plasters and paints, in the building industry etc. Although the 

understanding of this process is critical for minimizing energy consumption and controlling the final 

material properties, its scientific description is challenging as it involves a transient, spatially 

heterogeneous, phase transition.  

The basic phenomenological mechanisms of drying in simple systems initially filled with pure liquid have 

been identified [1-7]. After a short induction period of variable duration, a Constant drying Rate Period 

(CRP), associated with a homogeneous desaturation of the medium usually occurs. In particular, in this 

regime capillary equilibration processes allow for water redistribution throughout the whole medium [1, 8-

11]; since then the vapor density conditions are approximately conserved around the surface of 

evaporation of the sample the apparent drying rate is preserved constant. This regime is followed by a 

Falling drying Rate Period (FRP) and more or less simultaneously the apparition of a heterogeneous 

saturation profile [1, 8-11]. This transition has a critical interest in practice as it reveals tendencies to water 

retention and shows a possible dramatic decrease of the drying rate. The exact conditions for this FRP to 

start as well as the evolution of the liquid distribution within the medium in this regime are not yet well 

determined and understood, except in the case of gravity dominated flow, with a focus on soils [12-16]. It is 

generally considered that the onset of this second regime results from a demand of liquid, through the 

imposed evaporation rate, larger than the liquid flux towards the free surface and resulting from capillary 

effects. Such a situation would lead the inward growth of a dry region from the sample free surface [1, 4, 

7]. In detail, it was also suggested that two FRP should be considered [4, 17-19], associated with the 
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continuous and the discontinuous states of the liquid network. The development of a receding dry front 

was observed and measured in a variety of cases such as experiments with a non-wetting liquid [20], 

accumulation of ions [21] or particles [22-23] below the free surface, a packing filled with a paste [10], a 

packing of large beads [23] etc. and in all cases the drying rate in this second regime was probed to scale as 

the diffusion of vapor from the wet front to the free surface. However due to the limited possibilities of 

internal observations, up to now, we still ignore what does determine this transition, what are the 

processes of liquid flow in that period, and what is the impact of the porous media characteristics (e.g. pore 

size) on these phenomena. 

In this work, we use a MRI profiling technics to gain access to the liquid distribution in time within model 

porous media with pore size covering almost four decades down to nanometer. This measurement enables 

to characterize the physical processes governing drying in the FRP regime and particularly to investigate the 

dynamics of liquid and vapor transport in these model systems.  

This paper is organized as follows. In Sec. 2 we describe the materials synthesized and the measurement 

tool used. Sec. 3 aims at presenting a discussion of our results and models; eventually, our conclusion is 

featured in Sec. 4. 

 

2. MATERIALS AND METHODS 

A. Materials 

We focus on the simplest model porous media, i.e. bead packings, in the form of particulate gels with a 

solid volume fraction (i.e. %358
0

 ) approaching the maximum (disordered) value. These gels are 

made of amorphous aggregated and almost monodispersed silica particles of diameter nm 40 12, ,62 R  

(Ludox SM-30, HS-40 and TM-40 respectively, provided by Sigma-Aldrish) or of diameters

nm 1500 1000, 300, 80,2 R  (provided by Fiber Optics Center), suspended in water. The deviation from 

nominal size was measured to 6 % on average. Also, we manufactured a sample with 2𝑅 = 45 𝜇𝑚 glass 

beads by pressing and heat sintering beads together. Note that silica and glass have both hygroscopic 

surfaces.  

For bead diameter of 40 nm and below the samples are initially prepared as gels with a solid fraction of 

20%. These gels are further dried on a non-adhering substrate allowing them to shrink in a homogeneous 

manner under the action of capillary forces, [25]. During shrinkage the gels keep saturated [24-25], 

however when shrinkage stops, the sample starts to desaturate; this regime constitute the stage of interest 

within the present frame. Using MRI, we previously demonstrated our ability to distinguish between the 

saturated and non-saturated regimes during this process [24]. Here we will show only the saturation 

profiles starting from the last saturated profile recorded, i.e. just at the end of the homogeneous shrinkage. 

At that time, we observed that the sample concentration was around 58%. 

Samples made with bead diameter of 80nm and above are formulated by dispersing anhydrous particles in 

water. These suspensions are then centrifuged (5000 rpm for 35 min) so as to form a continuous network 

of particles in contact and remove most bubbles. This granular paste is then placed in the Petri dish, and 

gelled with the same protocol as above.  

Concerning gel synthesis, in the initial state, aggregation of particles is initiated by the addition of NaCl to a 

concentration of -1mol.l 5.0  (for bead diameters smaller than 80 nm) or MgCl2 to a concentration of 
-1mol.l 025.0  (for bead diameters equal or larger than 80 nm) which ensures complete gelation after 

several days. This process simultaneously brings inter-particle cohesion by means of liquid phase sintering 

[26].  
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Once the samples are gelled, for the smallest beads, 97% of the salt initially incorporated is removed from 

the system through a special dialysis protocol, [24]. The amount of NaCl extracted after each dialyze was 

evaluated performing conductivity measurements on dialysates. The remaining concentration of salt within 

the gels prior drying is about -1g.l 1  which ensures, since the solubility of NaCl at 20°C is -1g.l 603 , that no 

crystallization occurs below a saturation of the order of 0.003. For the largest beads no dialysis is carried 

out and the concentration of salt within the gels prior drying is about -1g.l .42  which ensures, since the 

solubility of MgCl2 at 20°C is -1g.l 542 , that no crystallization starts before a saturation of 0.004 is reached. 

Moreover, since the Peclet number, defined as DVH  where V  is the drying velocity (see definition 

below), H the sample thickness and D  the diffusion coefficient of salt in water, is smaller than 0.1, salt 

advection can be considered negligible. Finally, since such very low (average) saturations are reached only 

for the largest beads in the very last stages of drying (see Figure 1), i.e. when the drying front is close to the 

sample bottom, we conclude that crystallization will possibly occur in these very last stages, and in a 

homogenous way throughout the remaining wet region.  

After the gelation procedure all our samples were sufficiently rigid to be handled without breaking. The 

samples with the largest beads were the weakest. At the end of drying the samples were in a similar state 

(i.e. rigid). We conclude that the granular material is consolidated, i.e. no relative motion of the particles is 

expected during the drying process. 

Due to the preparation procedure, the samples were a priori saturated initially. Visual observation of the 

fully wet free surface of the sample tends to confirm this statement. The curvature of the initial MRI 

saturation profiles sometimes observed at the approach of the sample top (see Figure 1) is not an artefact 

of the technique. This is essentially due to the initial non-planar shape of the sample, i.e. a meniscus along 

the peripherial edge and some concavity of the free surface towards the center. On the other hand, the 

curvature of the profiles at the sample bottom is due to the fact that the Petri dishes were not flat. 

The samples are then put to dry inside the MRI magnet. Due to this specific protocol of concentration from 

a flocculated structure, which might be initially fractal [27] these packings may not be perfectly 

homogeneous at some scale, e.g. there may remain some larger pores distributed throughout the sample. 

However, considering the high average volume fraction the majority of pores must correspond to that 

expected for a disordered bead packing. Consequently, if such heterogeneities happen to play a role during 

drying this could only be over a very narrow range of saturations just below 1; in any other situation the 

drying characteristics rely on the extraction of liquid from the rest of the sample, which can be considered 

as a packing with homogeneous pore size distribution scaling with the particle diameter. Under these 

conditions the strong interest of these materials is that, a priori, since their porous structure remains 

similar while only one characteristics length scale (i.e. particle size) varies, we can rely on them to probe the 

sole effect of pore size on the drying characteristics when it varies from a couple of microns to a few 

nanometers.  

 

B. Set up 

Initially the cylindrical samples are saturated with water, therefore the solid matrix is completely wet, and 

only their top surface is open to air. We induce a constant dry air flux (adsorption drying, Relative Humidity 

below 0.5%) vertically against the sample free surface at a given flow rate (0.3 m/s), and we follow the 

drying thanks to NMR measurements (see below). The samples are prepared in Petri dishes of inner 

diameter 9.6cm. In some cases the thickness of the material was slightly smaller (by a couple of 

millimeters) than the height of the dish edge, but this does not significantly affect the drying process and 

our analysis of the data for the following reasons: the air flux is vertical, which ensures that all the sample 

surface is reached by this flux; the level difference between the free surface and the edge top of the dish is 

much smaller than sample diameter, so that the perturbation on the flow is limited to a negligible region at 
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the sample periphery; for a given sample this potential slight perturbation affects the drying rate in the 

same way at any time, so that our analysis based on a rescaling of the current drying rate by the initial one 

a priori removes the possible impact of this effect. 

The sample thickness ( H ) is in the range 5 to 10 mm, except for the 45 m diameter beads (25 mm). 

Under such conditions the characteristic stress due to gravity ( gH , with   the water density and g  the 

gravity) is smaller than 200 Pa, while the characteristic capillary stress ( r , with   the surface tension 

and r , a typical pore size (say 3Rr  ) is larger than 10000 Pa. This means that gravity effects are fully 

negligible in all our tests.  

The drying velocity (or drying rate) (V ) is defined as the equivalent liquid volume crossing the sample free 

surface cross-section per unit time and surface. We thus have tHV dd , in which   is the average 

saturation (water to pore volume ratio) in the sample and   the sample porosity ( 0
1   ). In order to 

determine this velocity we rely on the NMR measurements (water content profiles in time) which are taken 

with relatively large time intervals. This explains that we cannot precisely observe the fast decrease in 

drying rate in the very first times of drying of a porous medium occurring as a result of the evaporation of 

some liquid layer covering the sample free surface and until the formation of the first liquid meniscus in 

this region. In the next step, which roughly corresponds to what we could effectively observe from our 

measurements, the drying rate depends on the interaction between the air flux and the specific shape of 

the liquid air-interface at the sample free surface, which may depend on the porous medium 

characteristics. It appears that our imposed air flux induces different initial drying velocities ( 0
V ), 

decreasing from 052.0  to 
-1cm.h 004.002.0   for bead size from 45 microns to 6 nm.  

Note that previous works showed that the impact of increasing external flux, in terms of the duration of the 

CRP before reaching the FRP, is qualitatively equivalent to reducing pore size [4]. This means that even if 

we do not here proceed to systematic tests at different values of external fluxes we can infer that the 

trends observed when decreasing the pore sizes would be qualitatively similar if the external flux velocity 

was increased, but the exact variations constitute a field to explore. Moreover, the above statement is a 

priori not valid if Kelvin effect starts to play a significant role (see below), i.e. for sufficiently small pores 

and/or saturation. 

 

C. MRI measurements 

The distribution of apparent water along the sample vertical axis (z) is measured by placing the sample at 
the magnetic center of the gradient coil of a 24/80 DBX 0.5 T 1H MRI spectrometer by Bruker (20 cm open 
diameter in the sample area) and running a one-dimensional double spin-echo measurement (two first 
echoes of the so-called CPMG sequence [24]). An exponential extrapolation was verified and used to 
compensate for spin-spin relaxation, [28]; specifically, the unbiased proton density (𝜌0(𝑧), directly relating 

to the water content) was extrapolated as )(/)()(
2

2

10
zzz    where 𝜌1(𝑧) and 𝜌2(𝑧) are the signal 

proton density owing to the first and second echoes respectively. Although established under the 
hypothesis of mono-exponential relaxation, this type of extrapolation can still be shown to provides a 
reliable estimate of the amount of water present even in slight-multiexponential cases, provided echo 
times are set short regarding the shortest relaxation time in the sample (case of very low sample 
saturation). Therefore, each measured value of this distribution corresponds to the total amount of water 
in a thin cross-sectional layer varying from 75 μm to 500 μm thickness along the vertical axis of the Petri 
dish depending on chosen space resolution; and we yield the distribution of water in small cross-sectional 
layers along the sample axis at different positions and time. Note that the maximum reachable resolution is 
limited by both sample-induced inhomogeneities of the magnetic field in the MRI magnet and the intrinsic 
relaxation properties of each sample and therefore may vary from one sample to the other (see [29]).  
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Eventually, at extremely low proton density the limitation of the Dual Echo measurement is inevitably 

reached which triggers the need to smooth the profiles measured to enhance interpretation of their shape. 

The smoothing filter we apply corresponds to convolution by means of a Gaussian distribution 𝑔(𝑧) =

𝑒𝑥𝑝 (− 𝑧2/2𝜎2), with a full width at half maximum  𝜎 empirically set to 2.3 to 4.1 pixels. Since the 

amplitude of measured profiles may suffer some base-line overestimation at very low signal level, this filter 

is applied to the complex profiles owing of each echo before their amplitude is treated and prior 

extrapolation. Note that when this filter is applied, the resolution of the profile can be considered blurred 

and the new pixel size to increase roughly by a factor 3.5 to 6. Data of the order of the noise level were 

removed. 

Note that at the end of their preparation, due to meniscus effect and the container shape, the sample top 
and bottom are slightly curved which induces the apparition of ramps on the profiles, i.e. a progressive 
decrease of the NMR signal over the millimeter order even if the saturation in the sample is homogeneous 
(see Fig.1). The local saturation ( ) may be obtained by dividing the current local NMR signal by the initial 

one at the same point (when it exists), but a representation of the NMR signal provides a clearer 
information on the saturation evolution around the top and the bottom of the sample. 
 
 

III. RESULTS AND DISCUSSION 

A. Saturation profiles during drying 

The saturation profiles (represented in terms of extrapolated NMR signal, for the reasons explained above) 

at different times during drying of each sample are shown in Figure 1. In these figures the first (upper) 

profile corresponds to a saturated sample and the next ones to a partially saturated sample, with a 

saturation corresponding to the current ratio of the NMR signal value to the initial value at the same 

position in the sample. Note that in some cases we adjusted the NMR sequence parameters during the 

drying, without pausing the experiment, to optimize the resolution and reduce the noise level; this could be 

performed a couple of times during the same experiment and explains some variations in the aspect 

(spacing, smoothness) of the series of profiles with time. The reproducibility of these data has been verified 

by repeating several of these tests up to three times. Some slight differences could be observed in the 

exact evolution of the shape of the profiles, especially at low saturation, but within the frame of our 

analysis this is negligible. Our representation of these profiles in logarithmic scale is allowed thanks to the 

good signal to noise ratio of our data, which thus provide information concerning the distribution of liquid 

water in the samples down to a saturation of 0.1% for the beads larger than 1 micron. Obviously, the 

smallest saturation observed increases as the beads become smaller, since the thickness of the liquid films 

reaches the molecular size at larger saturation (we will analyze this point further below).  

For bead sizes down to 80 nm we observe a first period during which, while decreasing, the saturation 

remains almost perfectly homogeneous: in a logarithmic scale the profiles remain strictly parallel (see 

Figure 1a,b,c,d,e). This means that although water is withdrawn in the form of vapor from the top surface 

of the sample a balance of capillary effects is maintained throughout the sample whatever the value of the 

average saturation in this regime. Thus, as air enters the sample, there is a liquid “counterflow” directed 

towards the sample free surface which makes it possible to keep a uniform (Laplace) pressure throughout 

the sample, an effect already identified in the literature [4, 30-31]. However, as a result of the increasing 

withdrawing of liquid in the top layers of the sample, this liquid motion occurs in the form of successive 

bursts of capillary re-equilibration throughout the complex disordered medium [16, 32-33]. A recent pore 

network modelling, which proved to be able to well predict the CRP characteristics and the occurrence of 

the second stage, provides a further view of the physical effects at a local scale [34]. Note that it was also 

proved from simple mass conservation arguments that, if the saturation decreases homogeneously in time, 

the liquid velocity increases linearly from the bottom to the top of the sample [34]. 
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Within some uncertainty on the exact moment of its onset (i.e. first homogeneous partially saturated 

state), and even if, sometimes, significant fluctuations are observed during that period, this regime is 

essentially associated with a constant drying rate. This so because: (i) at a very short distance from the first 

liquid-air interface the vapor density is at its maximum and likewise in depth, as the air pockets are 

surrounded by liquid-air interfaces, consequently evaporation mainly occurs from the first liquid-air 

interface (around the sample free surface) where a significant vapor density gradient is expected [35]; and 

(ii) the liquid transport towards the free surface maintains a set of liquid-air interfaces (liquid patches) in 

that region, which in turn can maintain a (constant) maximum vapor density around almost the same 

position below the air flux so that the boundary conditions for evaporation remain constant [36-37]. 

 

-25 -20 -15 -10 -5 0

10
-2

10
-1

10
0

Position (mm)

N
M

R
 s

ig
n
a
l 
(a

.u
.)

 

 

(a)  

-10 -8 -6 -4 -2

10
-2

10
-1

10
0

(b)

 

 

N
M

R
 s

ig
n

a
l 
(a

.u
.)

Position (mm)     

-10 -8 -6 -4 -2 0

10
-2

10
-1

10
0

(c)

 

 

N
M

R
 s

ig
n

a
l 
(a

.u
.)

Position (mm)   

-10 -8 -6 -4 -2 0

10
-2

10
-1

10
0

(d)

 

 

N
M

R
 S

ig
n

a
l 
(a

.u
.)

Position (mm)   

-8 -6 -4 -2 0
10

-2

10
-1

10
0

(e)

 

 

N
M

R
 s

ig
n
a
l 
(a

.u
.)

Position (cm)  
-8 -6 -4 -2 0

10
-1

10
0

(f)

 

 

N
M

R
 s

ig
n

a
l 
(a

.u
.)

Position (mm)     



7 
 

-4 -3 -2 -1 0

10
-1

10
0

(g)

N
M

R
 s

ig
n
a
l 
(a

.u
.)

Position (mm)

 

 

   
-6 -4 -2 0

10
-1

10
0

(h)

 

 

N
M

R
 s

ig
n

a
l 
(a

.u
.)

Position (mm)  

Figure 1: NMR profiles along sample axis at different times (time interval t ) (from top to 

bottom) during drying for bead packings with different particle diameters: (a) 45000 nm (time 

interval of 23, then 44 min), (b) 1500 nm (33 min), (c) 1000 nm (36 min), (d) 300 nm (50 min), 

(e) 80 nm (33 then 44 min), (f) 40 nm (28 min), (g) 12 nm (16 min), (h) 6 nm (23 min). The first 

profile with some gradient in saturation is represented by a thicker line. The dotted line 

corresponds to the first profile after time interval change. Note that for the sake of clarity data 

for 300 and 80 nm in the FRP have been smoothened.  
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Figure 2: Drying velocity (rescaled by the initial one) as a function of the saturation for bead 

packings with different bead diameters: 45000 nm (cross-squares), 1500 nm (filled squares), 

1000 nm (circles), 300 nm (triangles), 80 nm (stars), 40 nm (diamonds), 20 nm (crosses), 6 nm 

(cross-circles). The position of the first MRI profile (see Fig.1) with saturation gradient is shown 

with a grey disk. The dotted lines correspond to the model based on Kelvin effect (see text). 

The inset shows the critical saturation, associated with the formation of a gradient in the 

saturation profile, as a function of the particle radius. The dotted line in the inset corresponds 

to 418.1  R
c

 , with R  in nanometers. 

 

https://webmail.ifsttar.fr/service/home/~/?auth=co&loc=fr&id=313267&part=2#page=1
https://webmail.ifsttar.fr/service/home/~/?auth=co&loc=fr&id=313267&part=2#page=1
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Below some critical saturation ( c
 ) a saturation gradient appears below the sample free surface (see Fig.1), 

i.e. the corresponding saturation profile is not any more parallel to the previous one. Around the same time 

the drying rate starts to decrease (see the grey disks in Fig.2). This occurs sooner (i.e. for larger c
 ) for 

smaller bead radius.  

For the largest beads ( nm 40 ), we can then observe the development of a region, just below the free 

surface, where the saturation profiles drop to very small values (not larger than the noise) (see Fig. 1 

a,b,c,d). This may be considered as an apparent dry region, i.e. from which no more liquid can be extracted, 

and we measure the thickness of this region ( h ) from the NMR saturation profiles. Note however that this 

apparent dry region in fact corresponds to a region where no NMR signal larger than the noise could be 

detected. The corresponding critical liquid content, i.e. below which no relevant signal can be measured, 

depends on the sample relaxation characteristics along with our NMR parameters chosen; however, 

measurement of the dry mass of the samples (after 24h spent in the oven post drying) confirmed a 

negligible residual amount of water. The strong drop in saturation observed in logarithmic scale around 

some position in our profiles (see Fig.1) anyway suggests that if there remains some liquid in the apparent 

dry region its thickness is very small, of the order of the molecular size. It happened that for the 80 nm 

beads the NMR parameters allowed us to also get relevant measurements in this region (see Fig.1e): there 

we see an apparent uniform level from the front of the dry region to the free surface of the sample. In 

order to estimate the typical thickness ( e ) of the liquid films let us assume that the liquid present in the 

porous medium is equally distributed at the surface of the beads. In that case, we have 

 
00

32 )1(344  RπeR , so that Re 24.0 . We find a plateau at a saturation around 3%, which 

corresponds to an average liquid film thickness of 0.29 nm, of the order of the water molecule diameter 

(0.34 nm).  

This suggests that there remains a molecular thick layer adsorbed on the solid surface, even in a region 

usually assumed to be dry, in the ultimate stages of sample drying under convection, possibly resulting 

from an adsorption equilibrium with the residual water contained in the ‘dry air’ flow. This is confirmed by 

the data for smaller bead sizes (see Fig.1 f,g,h). Here the profiles appear to become very noisy and almost 

stagnant, below a saturation around the critical value for which, according to the above formula, the liquid 

film thickness is of the order of the molecule size. As the next profiles were greatly affected by the 

measurement noise, we skipped their representation. This rapid development of the noise in fact suggests 

that the amount of mobile liquid water molecules tends to zero, except for a thin layer of poorly mobile 

adsorbed water molecules on the solid surface.  

For the 40 nm diameter beads a dry front starts to develop from the very beginning of drying (see Figure 

1f), apparently in the continuity of the observations for larger beads. However, the drying front eventually 

does not spread very deep and its position seems to reach an asymptotic value while the rest of the sample 

desaturates almost homogeneously. For smaller beads no more dry front appears, the sample immediately 

desaturates almost homogeneously (see Figure 1g,h). Thus it appears that the drying characteristics of 

nanoporous materials exhibit specific trends. This is not so surprising as we are here dealing with materials 

with pore size of the order of a few molecule sizes. For example, for the 12 nm beads, the typical pore size 

is 2 nm, which is 6 times the molecule size. In that case, the concept of thermodynamic phase is not 

relevant, so that one cannot expect that some liquid could simply drain towards the sample free surface as 

a result of standard capillary effects, [38]. It is remarkable that for nanopores there is apparently an effect 

playing a similar role thus allowing homogeneous desaturation of the sample during drying.  

 

B. Drying rate 

Let us attempt to quantify the evolution of the drying rate according to these observations. Just before the 

transition between CRP and FRP the relative humidity n  is equal to 1 at the sample free surface and drying 

may be described as vapor diffusion, from the air liquid interface, through a boundary layer (of air) of 
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thickness  , and up to a region where 0n . Under such conditions, from the second Fick’s law, we obtain

  
000

DV  , with -125

0
.sm 107.2 D  the water vapor diffusion coefficient in air, and 

-3

0
g.m 4.23  the maximum vapor density in air (at 25°C). Later on, when a dry region has developed 

inside the sample from its free surface, we can still assume for the sake of simplicity that the liquid 

evaporates exactly from the limit of the wet region (where 1n ) and the vapor diffuses to the free surface 

over a distance h , i.e. the thickness of the dry region, before reaching the external boundary layer.  Now 

the relative humidity at the sample free surface is 1n  and the drying velocity is 01001
VnDnV   . 

Besides, the vapor density gradient along the dry region induces a vapor flux which can be expressed in 

steady state as hnDV
v

 )1(
10

 , where vD  is the vapor diffusion coefficient through the (dry) porous 

medium. We can write vD  as 
0

D , where   the tortuosity of the medium [30]. Note that in this 

description v
D  appears independent of the bead size, which translates into the assumption of the kinetics 

of vapor diffusion not being affected by pore size.  
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Figure 3: Evolution of a function of the rescaled velocity (which may also be seen as the 

deviation from the drying rate in the CRP) as a function of the thickness of the dry front times 

the initial velocity for the different bead sizes (same symbols as in Fig.2). Dotted line has a 

slope 1. The inset shows the mean liquid velocity in the wet region as a function of the mean 

saturation in this region. 

 

From the two above expressions for the vapor flux we deduce )1(1
01


v

DhDn  , and the drying rate 

can be written )( *

0
  hDV

v  with 
0

* DD
v
  . This may be rewritten as 

    
000

1 hVDVV
v

          (1) 

 

Let us compare this theoretical prediction with our data. In this frame the most difficult point is the 

determination of h . Since in logarithmic scale the saturation profiles exhibit a vertical asymptote at some 

distance from the sample top, it is natural to consider this distance as the thickness of the dry front. 
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However, in such profiles, we ignore if the saturation gradient, which progressively extends over a longer 

distance as the dry front progresses, is due to a homogeneous variation of the saturation in the sample or 

to some heterogeneity of the advancing front structure. Finally, we ignore if the position at which we 

should consider that 1n  is situated at the vertical asymptote or at some distance behind, within the 

saturation gradient. For the calculations here, we keep the first option.  

For nm 40R  we observe a first stage during which the data plotted in terms of   1
0

VV  vs 0hV  

effectively follow a master curve of slope 1, in a larger range of dry region thickness when the bead radius 

increases (see Fig.3); this period lasts for up to two decades of dry front thickness for the largest beads, in 

agreement with the prediction of equation (1). Therefore, our measurement of the height of the dry region 

from the position of the NMR profile appears consistent, as well as the assumption of a unique diffusion 

coefficient through these similar porous media down to slightly more than diameters of 300 nm. In this 

regime, the value for 
v

D  extracted from the straight line fitted to this master curve corresponds to a 

tortuosity 2.05.2  , which is significantly larger than the ratio of the length of the effective path of a 

molecule to skirt the grain to its diameter, i.e. 6.12  . This suggests that the effective position for which

1n  is in fact situated at some slight distance behind, in the region of saturation gradient, by a more or 

less constant factor (say, between 1.2 and 1.5) which would shift the data of Figure 3 to the right, leading to 

a larger diffusion coefficient and a smaller tortuosity.   

Despite this difficulty, the variations are as expected from the theory, so that these results confirm the 

consistency of a description of drying in porous media in a wide range of pore sizes in two stages: a CRP 

followed by a FRP during which a dry front recedes and the drying rate results from vapor diffusion from 

the dry front. Additionally, this analysis shows that even if there may remain some adsorbed liquid layer on 

the beads in this dry region, not detected by our NMR measurements, it does not play a significant role in 

drying process.  

From 300 nm diameter and below we observe a progressively larger deviation of the data from the master 

curve, constituting a second stage in the evolution of the development of the apparent dry region. Since 

the physical scheme of regime 1 appeared valid at larger diameters it is natural to consider that some 

specific effect due to the small pore size could play a more and more important role as the diameter 

decreases. In this context, one may think of an impact of Knudsen effect for bead diameter below 1 m 

since in this case the pore size is not much larger than the mean free path of the water molecules (i.e.

nm 80l  under a pressure of 1 atm) which is known to affect the coefficient of diffusion. As a first 

approximation, we can describe this effect over the whole range of pore sizes by considering that the 

diffusion coefficient is in fact v
DD  , with   1

1


 Ll  [39]. This shows that this effect should tend to 

shift the data as a whole above the theoretical curve (i.e. towards lower values of 0
hV ) in Figure 3, by a 

factor depending on the bead size but independent of other characteristics (dry region thickness, 

saturation, etc). We ignore the exact value of L  for a porous medium (for a straight channel this is the 

channel diameter) but if it was of the order of the typical pore size the coefficient   would be significantly 

smaller than 1 for nm 300R . This is not what we observe: the data first follow a curve of slope 1, 

approximately independent of R , for small h  values, then they start to depart from this curve by a 

coefficient increasing with h  (see Fig. 3). Finally, there is a clear departure from a straight line of slope 1 for 

small R , as clearly appears for nm 40R  and nm 80R . Thus, it seems like the Knudsen effect alone fails 

to describe our observations, and the major effect of significant decrease of the drying rate for the 

observed dry region thickness, becoming more important as the saturation decreases, has to be explained 

by other means. 

Actually another effect may be at the origin of the deviation from our simple above theory. Let us first 

recall that this deviation occurs earlier, thus at larger saturation, for decreasing particle diameter. 

Moreover, for smaller beads, namely 6 and 12 nm diameter, no dry front at all can be observed whereas 

the drying rate decreases to zero (see Fig.2). This may be considered as in the continuity of the effect 
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observed at larger size: for very small bead size the slope in Figure 3 would simply be vertical (i.e. constant 

h  for increasing V ). The original characteristics of drying for such small pores, i.e. an almost homogeneous 

desaturation with a significantly decreasing drying rate, suggests that our assumption concerning the vapor 

density value along the first wet interface is not valid here.  

The origin of this feature is likely the Kelvin effect [39], which predicts that, if water vapor behaves as a 

perfect gas, in a medium in contact with a curved liquid-air interface the saturation vapor pressure is 

smaller than otherwise. The phenomenon finds its origin in the equality of the thermodynamic potential of 

the liquid, proportional to the pressure here equal to r  where   is the surface tension and r  is the 

radius of curvature of the interface, with that of the gas, proportional to r
nln , where r

n  is the relative 

humidity along a liquid-air interface. Under our experimental conditions this leads to 

r
rT

n
r

54.0exp
1

R
exp 











, with   the water molar volume, R  the gas constant, T  the 

temperature in Kelvins, and r  expressed in nanometers. Note that the application of this calculation to a 

porous medium with complex and heterogeneous local liquid-gas interface shape is an approximation.  

From this estimation, we deduce that this effect becomes significant ( %101 
r

n ) for nm 5r . If we now 

simply assume again that evaporation mainly occurs around the most external liquid-air interface for 

nanoporous media which apparently remain wet up to the free surface (see Fig.1), we get a drying rate 

equal to 
00

DnV
rr

 , which may be significantly lower than otherwise.  

To compare this hypothesis to our results in a more accurate manner, we have to determine r  as a 

function of the current (mean) saturation. We simply assume that, in the range of saturations [0.3-1] r  

varies like the thickness of the liquid films inside the sample, i.e. it is essentially proportional to R  and  . 

Since we also know that it tends to infinity when 1   and is of the order of the pore size (proportional 

to R ) when 5.0 , an expression which well reproduces all these trends is )1(   Rr . The factor 

  allows to express the exact pore size value to be taken into account around the most external liquid-air 

interfaces, i.e. resulting from the saturation gradient at the approach of the free surface of the sample. 

Using this expression for r  in the above drying rate equation we can compute the evolution of the relative 

drying rate ( 0VVr ) as the saturation decreases. Remarkably, with this model, we are able to reproduce 

very well the data for 6 and 12 nm with a single factor 41  (see Fig.2), which corresponds to a value for 

r  close to a typical pore radius at 5.0 , which seems in reasonable agreement with what we can expect 

when removing half the liquid volume from a bead packing. Note that this description assumes that for 

these nanoparticles most evaporation essentially occurs close to the top surface of the sample, which is 

certainly the case considering the almost homogeneous saturation profiles which imply that (even with the 

Kelvin effect) the vapor density gradient inside the medium will be very small. Finally our description 

assumes that capillary effects again play a major role. However, as we already remarked, when the liquid 

thickness is only a few times the molecule size, it remains unclear how with such effects one can still obtain 

a phenomenon of equilibration of the thickness of the liquid layer throughout the sample at any time 

during drying. Under such conditions our description through Kelvin effect associated with re-equilibrium 

may only be seen as a convenient simple approach in agreement with data. 

Indeed, the Kelvin effect should a priori also take place during the drying of samples with larger pore sizes, 

since as the saturation decreases the liquid film thickness, and correspondingly the curvature radius of the 

menisci decreases. According to the above estimations a significant impact of this effect should be 

observed for a saturation such that this radius of curvature be of the order or below about 5 nm. Typically, 

with 40 nm bead diameter, the pore size is of the order of 6 nm (from geometrical estimations), so that the 

radius of curvature of the menisci is of the same order at the beginning of drying. Thus, a significant 

decrease of drying rate as the saturation decreases, is expected soon after the beginning of drying. For 80 

nm beads a significant deviation can be expected below a saturation of the order of 40%, and for 300 nm, 
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below about 10%. These estimations seem consistent with the starting points of deviation from the basic 

theory, observed in Figure 2. 

 

C. Analysis of flow in the wet region 

Since we now have a clear view of the origin of the drying rate evolution as a function of the liquid 

distribution in time inside the sample it is interesting to see if we can predict this distribution and its 

evolution in time. Let us consider the receding front regime. Our data providing rather precise information 

at low saturation show that in contrast with some previous assumptions [4, 17-19] this regime does not 

simply correspond to a growth of the apparent dry region. Indeed even when this region occupies a 

significant fraction of the sample the saturation in the wet region goes on decreasing almost 

homogeneously, more or less as in the CRP regime (but now with a significant saturation gradient at the 

approach of the dry region), and this is so down to extremely low saturation, approaching the minimal 

observable value (see Fig.1 a,b,c,d,e,f). For example, on Figure 1b one may see that, for a saturation in the 

range 0.1-0.2, the dry front recedes significantly while the saturation decreases homogeneously over some 

significant sample thickness. In this context a critical question concerns the way the fluid is transported 

inside this wet region. Indeed we can consider two very different situations: a transport as liquid films 

through a connected network or a transport as vapor through the pores. 

A transport as vapor is possible only if a significant gradient of saturation exists. As a matter of fact, such a 

gradient induces a gradient of liquid meniscus curvature, leading to a gradient of vapor density at 

equilibrium with the liquid (Kelvin effect). We will write the spatial variation of saturation   and the 

corresponding variation of vapor density n . Only then, a Fickian diffusion through the voids of the wet 

region (of thickness d ) may occur. Let us estimate the drying rate associated with this process. It is equal 

to dDnV
vg
 '

0
 , in which vv

DD )1('  . This transport is significant if the value of g
V  is of the order 

of the drying rate of the sample, which was shown (see above) to be well estimated by considering vapor 

diffusion from the upper layers of the wet region, expressed as: )( *

0
  hDnV

vr . Thus, we have 

  dhnnVV
rg

)()1( *  , which may also be written   dhnVV
g

)()1(lnd *  . Note that 

from the measured drying rate we know that 
*  is of the order of 1 mm. Assuming equilibrium and using 

again our above approximate expression for r  we have  Rr )1(41  , so that we get 

dRhVV
g

2* )()1(2   , in which R  is expressed in nanometers. We can estimate this ratio 

from our data for the different bead sizes, by using values for the saturation, the thickness of the wet and 

dry region, as they can be measured from Figure 1. For bead diameter between 300 and 45000 nm, the 

maximum value for the ratio dh )( *  is of the order of 5, and the maximum value for the saturation 

variation   is of the order of 20% of  , so that in the domain where one can still observe an apparent 

plateau (in fact a region of slow spatial variations) of   in the wet region (typically for 1.0  except for 

the largest beads) we have . For the 80 nm beads, or for larger beads in the region of significant saturation 

gradient (either at the top of the wet region or in the very last stages of drying observed in our tests), we 

may find larger values for this ratio, typically of the order of 1, and the vapor transport through the wet 

region might be significant. Finally for smaller bead radii, in our range of observation,   is of the order of 

0.1,   of the order of 0.5 and dh *  of the order of 1/5, so that VV
g  is much smaller than 1 and 

vapor transport in the wet region is negligible. 

We conclude that except for a narrow range of radii or in the ultimate stages of drying when water remains 

in the bottom layers of the sample, evaporation from inside the wet region and then transport towards the 

upper layers is negligible; however, by no means the vapor transport is significant in the homogeneously 

saturated regions. This implies that, to explain the desaturation of the wet region below the dry front, 
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there must exist a continuous liquid network, made of liquid films possibly with liquid bridges at contact 

points, through which a significant transport process occurs. Under these conditions, here again, the 

homogeneous saturation decrease is associated with some capillary re-equilibration processes. However, in 

contrast with the regime of initial homogeneous saturation decrease throughout the sample and associated 

with a constant drying rate, here the liquid transport velocity induced by capillary effect is no longer 

sufficient to provide a liquid amount as large as that removed by evaporation. This explains that we now 

have at the same time an inward displacement of the dry front and a homogeneous desaturation in the wet 

region. Thus, the dry front progression results from some balance between evaporation and liquid flow in 

the wet region. In the following we focus on this liquid transport. 

Thanks to our data providing a view of the liquid distribution in time we can get some information on the 

flow characteristics inside the wet region. More precisely we can compute the characteristic velocity of the 

liquid phase in this region. We will focus on the liquid velocity through the upper section of the wet region. 

Since in the homogeneous saturation regions below the dry front the same approach based on mass 

conservation used for the CRP (see above) would show that the liquid velocity varies linearly with the 

distance, the velocity in each position is simply proportional to the velocity through the upper surface of 

the wet regions. In that aim we describe the liquid content in this region with the help of an average 

saturation 
*  which, from the liquid mass conservation is such that 

*)(  hHH  . Deriving this equation 

we deduce the expression for the mean velocity of the liquid phase per unit surface 

   dtdhVdtdhHV
L

**)(   , which is represented in the inset of Figure 2. Considering the gradient 

of saturation extending over a significant sample thickness in the FRP regime it is tempting to assume that 

the liquid flow can simply be described by the Darcy’s law for a partially saturated flow through a porous 

medium under the effect of a pressure gradient. This gives a velocity   pkV
L

  , where p  is the 

pressure gradient,   the liquid viscosity and k  the permeability of the liquid network (unsaturated porous 

medium). The typical pressure is the Laplace pressure )( * rp  , where )( *r  is the mean radius of 

curvature of the liquid-air interface in the region of saturation 
* . )( *r  scales with the bead radius and it 

may be shown from basic geometrical considerations that at low saturation the radius of curvature of the 

interface around the points of contact between the grains is proportional to * . The typical length scale 

for the extent of pressure variation is the sample thickness H . On the other hand, we know that the 

permeability k  scales with the square of the mean liquid channel thickness ( e ) via a constant factor of the 

structure, for example equal to 1/8 for straight parallel ducts. e  is equal to the ratio of the liquid volume 

per bead, i.e.   314 *3 R , to the corresponding solid area, i.e. 24 R , which gives *uRe   with 

  1u  (  being the porosity), so that we write 
2*2Rk  , where   is a characteristics of the 

porous structure. We finally get: 

  RHVL

5.1*           (2) 

Our data show an approximate scaling of the type   5.1*

cL
V   in agreement with this expression (see 

inset of Fig. 3) concerning the variation with 
* . However here the dependence on R  is only expressed 

through the variation with c
 . Indeed, in the representation of the inset of Figure 3 the data for )( *

cL
V   

are situated in a narrow area without any apparent monotonous variation of their level with R . Since 
41 R

c
  (see inset of Fig.2) we thus deduce essentially 37.05.1

)( RRV
cL




 . This means that the 

expected scaling as R  of equation (2) does not apply at all over our 4-decade range of pore sizes. This 

suggests that the “classical hydrodynamic description” assumed above is not appropriate in this context.  

Actually, this result might be due to the specific process of capillary re-equilibration in the CRP, assumed to 

be similar in the FRP in the wet regions where the saturation remains homogeneous. As already mentioned 
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this process relies on successive steps of re-distribution of saturation throughout the medium, allowing the 

Laplace pressure to be uniform at any time between two such events. So it does not seem clear that this 

process is equivalent to a flow on average governed by a simple gradient of Laplace pressure along the 

main flow direction through an (almost) constant liquid network. Instead, there might strong variations of 

the local Laplace pressure between two successive re-equilibration events throughout the medium. These 

variations of the driving force could finally induce some different average hydrodynamic behavior of the 

system.  

  

IV. CONCLUSION 

NMR provides a robust approach to the study of confined liquid flow down to the molecular scale by 
averaging over a macroscopic sample. Investigating drying on a variety of model porous media through 
dynamic MRI measurements provided us with saturation profiles in time down to molecular liquid film and 
close to complete evaporation for a wide range of pore sizes. Consistently to what was so far essentially 
shown for packings of relatively large beads, a CRP associated with homogeneous desaturation is shown to 
exist down to bead sizes of a few hundred nanometers. A falling rate period then occurs as an apparent dry 
region develops. During that stage, we verified the variations in the drying rate being governed by the 
diffusion of vapor through the apparent dry zone. For small pore sizes one could expect the impact of the 
Knudsen effect, inducing a decrease of the diffusion coefficient when the pore size decreases, due to the 
increasing collision rate of gas molecules to the matrix walls. However, such effect was not clearly observed 
in our tests. Finally, the drying rate proved essentially to be increasingly reduced because of the effect of 
interface curvature, i.e. the Kelvin effect. Particularly, we demonstrated that the former effect fully governs 
the kinetics of drying in nano-porous media for which, surprisingly, a homogeneous desaturation is 
observed whereas standard capillary effects can hardly play a major role in this situation. 

This study especially reveals that the saturation decreases approximately homogeneously throughout the 
wet regions of the material even if a dry front develops. This proves the existence of a continuous liquid 
network capable to drain towards the interface of higher evaporation all along drying and whatever the 
pore size. This phenomenon results from capillary re-equilibration effects as in the CRP. In this framework, 
we proved that the scaling with the pore size expected when assuming that the liquid is transported 
upwards through its own network driven by a standard value of the Laplace pressure, does not correspond 
to our data.  

Our results show that the flow of liquid in drying porous media exhibits original trends and complex effects 
start to play a role for very small pores, which need to be further studied. This might in particular provide 
complementary information to the usual studies concerning the properties of thin liquid films (at a scale of 
the order of the nanometer). We also showed that capillary re-equilibration effects play a major role at any 
time during drying, even at extremely low saturation, i.e. with thin liquid films. This phenomenon is poorly 
known and should be further studied to reach a full description of the processes occurring during drying; in 
particular, the transition from the CRP to the FRP and during the FRP.  
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